
 
مرجع مھندسي شيمي

Encyclopedia of Chemical Engineering

1388 / بھمن / 26

منو اصلي

صفحه اصلي 
راھنماي عضويت 
جستجوی مقا�ت 
جستجوی کتاب 
عضویت / ورود 
تا�ر گفتمان ایکميکا 
عضویت در خبرنامه 

آمار سایت

60تعداد كنفرانس ھا: 
10905تعداد مقا�ت: 

 تعداد صفحات:85331شامل: 
 مگا بايت6281به حجم: 

1086573تعداد مشاھده چكيده: 
62770تعداد دريافت مقاله: 

9896تعداد كاربران عضو: 

32حاضرين در سايت: 

190حداكثر حاضرين در سايت: 
1387/8/28در تاريخ: 

50394تعداد دفعات جستجو: 
تعداد صفحات بازدید شده:
4283016

1386بار از تاریخ خرداد 

آخرین اخبار

مصرف گاز ھمچنان ركورد مي·
زند

كاھش بھاي سبد نفتي اوپك·

صنعت پتروشيمي در عسلويه·
)2(گزارش تصويري 

توسعه صنعت پتروشيمي در·
)1عسلويه (گزارش تصويري 

 ھزاربشكه اي ظرفيت60افزايش ·
توليد و فرآورش نفت خام كشور

تمام گزينه ھا در نشست آينده·
اوپك بررسي مي شوند

كاھش پايبندي اوپك به سھميه·
ھاي توليد

آذربايجان براي صادرات گاز به·
ايران خط لوله جديدي احداث مي

كند

عرضه بنزين آزاد با كارت سوخت·
تا پايان امسال اجرايي مي شود

بازديد وزير نفت از ميدان ھاي·

 ]ليست كنفرانس ھا | جستجو | بازگشت | گزارش اشكال در مقاله[  لينك ھا

 اط<عات

مقاله

 بار0 بار مشاھده چكيده | 60 | 2 | تعداد صفحات: 3اعتبار مورد نياز: [ 
دريافت متن كامل ]

عنوان مقاله:
Photocatalytic degradation mechanisms and kinetics of Acid Red 27

dissolved in water in presence of nano SnO2

1387سال انتشار:نانوسرفصل مربوط:

 ]دومين کنفرانس بين المللي علوم و تکنولوژي نانو[ محل انتشار:posterنوع ارايه:

 كيلوبايت130.48حجم فايل:زبان مقاله:

نمايش خ<صه 

مقاله

نوشتن نقد بر اين [ لطفا اگر نقد و نظری درباره این مقاله دارید آن را درج کنيد:
 ]مقاله

Photocatalytic degradation mechanisms and kinetics of Acid Red 27 dissolved
in water in presence of nano SnO2

نويسنده:

[ N.A. Arefian*, A. Esmaielzadeh Kandjani, M. Farzalipour Tabriz, M.R. Vaezi, S.K.
Sadrnezhaad ] -

خ<صه مقاله:

Using of organic dyes is expanded in several industries nowadays, including: textile, paper

and some other industries  which produce a large amount  of pollution that  can cause
serious environmental problems [1]. Besides of the adsorption as a standalone treatment,
Advanced  Oxidation  Processes  (AOPs)  represent  an  alternative  method  of  removing
organic pollutants  from water, which does  not  entail  any of the disadvantages  of the

adsorptive  technologies  [2].  Oxide  Semiconductors  are  the  most  promising
semiconductors that have been used in photocatalytic degradation of azo dyes [3]. In this
process  various parameters  like band gap of the semiconductor, specific surface area,
crystallinity,  concentration  of  pollutant,  etc.  affect  the  photocatalytic  efficiency  by

changing (or interfering) in mechanism of photocatalytic reactions [4]. SnO2 is  a wide
bang gap semiconductor with the band gap of about 3.8 eV. It has been reported as a
good gas sensing oxide and recently has been studied as a promising semiconductor in
photocatalytic  degradation  of  waste  water  [5].  In  this  paper,  the  photocatalytic

degradation of Acid Red 27 (AR27) has been investigated using UV radiation in presence
of  SnO2 nanoparticles.  SnO2 nanoparticles  with low  crystallite  size  and high specific
surface  area  has  been synthesised via  hydrothermal  method and their  photocatalytic
activity with variation of crystalline size, specific surface area, and photocatalyst and dye

charge has been studied.
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